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1
PNEUMATIC TIRE

CROSS-REFERENCE TO RELATED
APPLICATIONS

The present application is based upon and claims the ben-
efit of priority from Japanese Application No. 2012-012320,
filed Jan. 24, 2012, the entire contents of which are incorpo-
rated herein by reference.

BACKGROUND OF THE INVENTION

1. Field of the Invention

The present invention relates to pneumatic tires that enable
reduction of fitting pressure, and enhancement of workability
of mounting the tires to rims and durability of bead portions
while maintaining a tightening force of bead cores.

2. Description of the Background Art

Bead cores foruse in pneumatic tires for passenger cars are
each formed by one bead wire or plural bead wires being
continuously wound in a tire circumferential direction. Fur-
ther, various types of bead cores are suggested in order to
enhance various performance characteristics of tires. For
example, abead core in which an organic fiber is used in a part
of a bead wire in order to reduce a weight of a tire (see
Japanese Laid-Open Patent Publication No. 7-96720), and a
bead core having formed therein a gap for absorbing vibration
in order to absorb road noise (see Japanese Laid-Open Patent
Publication No. 2005-335584), are suggested.

On the other hand, in recent years, flattening of pneumatic
tires for use in passenger cars has been significantly
restrained, and run flat tires that enable running in a punctured
state have increased. Therefore, it is particularly required to
enhance a tightening force of bead cores and restrain rim
misalignment and rim detachment. In response to these
requests, in general, a width of a bead core is increased, or the
number of bead wires disposed in a bead core is increased.
Thus, the tightening force of the bead core is enhanced, to
restrain rim misalignment and rim detachment.

However, in a case where the tightening force of the bead
core is increased, when the tire is mounted to a rim, it is
difficult to move a bead portion over a hump provided in the
rim, and an air pressure (hereinafter, the air pressure is
referred to as “fitting pressure”) with which the tire is inflated
when the bead portion is moved over the hump, is increased.
Due to the fitting pressure having been thus increased, an
impact becomes excessively increased when the bead portion
of'the tire having been moved over the hump comes into close
contact with a rim flange surface. Therefore, the bead portion
may be damaged, and durability of the bead portion may be
deteriorated. The entire contents of Japanese Laid-Open
Patent Publication Nos. 7-96720 and 2005-335584 are incor-
porated herein by reference.

SUMMARY OF THE INVENTION

A first aspect of the present invention is directed to a
pneumatic tire having bead cores provided in bead portions.
In the pneumatic tire, on a tire meridian cross-section includ-
ing a tire rotation axis, each of the bead cores is formed of
bead wires, and the bead wires include a first bead wire, and
a second bead wire having an elongation «, represented by
equation (1), which is greater than an elongation of the first
bead wire, and the number of the second bead wires to be
provided in an innermost side portion of the bead cores in a
tire radial direction, is at least one.

the elongation a(%)=AL/Lx100 (€8]
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L: a length of each bead wire under no load
AL: an elongation amount obtained when a unit load is
applied

BRIEF DESCRIPTION OF THE DRAWINGS

A more complete appreciation of the invention and many of
the attendant advantages thereof will be readily obtained as
the same becomes better understood by reference to the fol-
lowing detailed description when considered in connection
with the accompanying drawings, wherein:

FIG. 1is a cross-sectional view of a pneumatic tire accord-
ing to one embodiment of the present invention;

FIG. 2 is a partially enlarged cross-sectional view of a bead
portion shown in FIG. 1;

FIG. 3 is a partial cross-sectional view of the bead portion
that is being moved over a hump;

FIG. 4 is a cross-sectional view of a bead core according to
one embodiment of the present invention;

FIG. 5 is a cross-sectional view of a bead core according to
one embodiment of the present invention;

FIG. 6 is a cross-sectional view of a bead core according to
one embodiment of the present invention;

FIG. 7A is an enlarged view of a bead wire formed as a
signal steel wire;

FIG. 7B is an enlarged view of a bead wire having an
exemplary twisted structure;

FIG. 7C is an enlarged view of a bead wire which is
obtained by the number of twists being reduced as compared
to the bead wire shown in FIG. 7B; and

FIG. 7D is an enlarged view of a bead wire obtained by a
single wire being waved.

DETAILED DESCRIPTION OF THE
EMBODIMENTS

The embodiments will now be described with reference to
the accompanying drawings, wherein like reference numerals
designate corresponding or identical elements throughout the
various drawings.

FIG. 1 is a tire meridian cross-sectional view of a pneu-
matic tire 1 of the present embodiment, in a normal state,
including a tire axis. The normal state represents a state where
a tire is mounted to a normal rim, and inflated to a normal
internal pressure, and no load is applied. Hereinafter, unless
otherwise specified, dimensions of components of the tire
represent values measured in the normal state.

The “normal rim” described above represents a rim that is
defined, in a standard system including a standard with which
a tire complies, by the standard for each tire, and is, for
example, the “standard rim” in the JATMA standard, the
“Design Rim” inthe TR A standard, and the “Measuring Rim”
in the ETRTO standard. Further, the “normal internal pres-
sure” represents an air pressure that is defined, in a standard
system including a standard with which a tire complies, by the
standard for each tire, and is the “maximum air pressure” in
the JATMA standard, the maximum value recited in the table
“TIRE LOAD LIMITS AT VARIOUS COLD INFLATION
PRESSURES” in the TRA standard, and the “INFLATION
PRESSURE” in the ETRTO standard. When the tire is for
passenger cars, the normal internal pressure is 180 kPa.

As shown in FIG. 1, the pneumatic tire 1 of the present
embodiment includes: a carcass 6 extending from a tread
portion 2 through sidewall portions 3 to bead cores 5 of bead
portions 4; a belt layer 7 disposed inside the tread portion 2
outward of the carcass 6 in the tire radial direction; and bead
apex rubbers 8 that extend from the bead cores 5 outward in
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the tire radial direction so as to be tapered. In the present
embodiment, a radial tire for passenger cars is shown.

Further, the carcass 6 is formed as a single carcass ply (6A),
and includes a toroidal body portion (6a) that extends from
the tread portion 2 through the sidewall portions 3 to the bead
cores 5 of the bead portions 4, and turned-up portions (656)
that are turned up around the bead cores 5 from the inner side
to the outer side in the tire axial direction. Further, the carcass
ply (6A) is a cord ply in which carcass cords are covered with
atopping rubber, and each carcass cord is disposed diagonally
relative to the tire equator (C) by, for example, 75° to 90° in
the present embodiment. An organic fiber cord such as a
polyester cord, a nylon cord, a rayon cord, and an aramid cord
is advantageously used for the carcass cord, and a steel cord
may be used as appropriate.

Inthe beltlayer 7, two belt plies (7A, 7B) having belt cords
aligned so as to be diagonal relative to the tire equator (C) by,
for example, 15° to 35°, are layered in the tire radial direction
such that the belt cords cross each other. For the belt cords, for
example, steel cords, aramid cords, rayon cords, or the like
are advantageously used.

The bead apex rubbers 8 are formed of a hard rubber, and
are disposed between the body portion (6a) and each turned-
up portion (65), and extend from each bead core 5 outward in
the tire radial direction so as to be tapered. Thus, the bead
portions 4 and the sidewall portions 3 are reinforced.

FIG. 2 is a partially enlarged cross-sectional view of the
bead portion 4. Each bead core 5 is formed by bead wires 9
being wound in the tire circumferential direction. In the
present embodiment, the bead core 5 has a roughly rectangu-
lar cross-section since four bead wire layers 10 each having
the four bead wires 9 aligned in the tire axial direction are
layered in the tire radial direction. The number of the bead
wires 9 and the cross-sectional shape of the bead core 5 are
not limited to those in the present embodiment.

The bead wires 9 include first bead wires (9A), and second
bead wires (9B) each having an elongation a, represented by
the following equation (1), which is greater than that of each
firstbead wire (9A). In order to easily distinguish between the
first bead wires and the second bead wires, the second bead
wires (9B) are indicated by hatched lines in the drawings.

Elongation a(%)=AL/Lx100 (€8]

L: Length of bead wire in the case of no load being applied

AL: Elongation amount obtained when a unit load is

applied

When the bead wire 9 is a steel wire, the elongation c is
measured in compliance with Force at break and Elongation
at break (6.4) of “Testing methods for steel tire cords™ of JIS
(3510, and is calculated by measuring an elongation amount
in a state where a unit load is applied at a tensile speed of 125
mm/min. with the bead wire length (grip clearance) of 250
mm. Further, when the bead wire 9 is an organic fiber cord, the
elongation « is measured as an elongation rate, under a con-
stant load, which is measured according to “a test carried out
at the time of standard condition” of “Elongation rate when a
constant load is applied (8.7)” in “Test methods for chemical
fiber tire cords” of JIS L1017.

The first bead wires (9A) form a main portion of the bead
core 5 50 as to maintain a tightening force of the bead core 5,
whereas at least one bead wire is provided as the second bead
wire (9B) on the innermost side portion in the tire radial
direction in order to reduce a fitting pressure. Thus, while the
tightening force of the entirety of the bead core 5 is main-
tained by the first bead wires (9A), the second bead wire (9B)
is provided in a portion closest to a bead base surface 12, and
therefore, when the tire is mounted to a rim, the second bead
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wire (9B) is locally elongated to enable the bead base surface
12 to be easily moved over a hump (11a). Therefore, a fitting
pressure can be effectively reduced, and a workability of
mounting the tire to the rim and durability of the bead portion
4 are enhanced. In the description herein, the “tightening
force” represents a pressure applied from the bead base sur-
face 12 to a rim base surface (115) in the normal state.

In the present embodiment, the number of the second bead
wires (9B) provided in an innermost bead wire layer (10A)
that is the bead wire layer 10 provided on the innermost side
in the tire radial direction, is at least one. Thus, when the bead
base surface 12 is moved over the hump (11a), the second
bead wire (9B) provided in the innermost bead wire layer
(10A) is locally elongated, thereby reducing a fitting pres-
sure.

Further, the second bead wire (9B) is advantageously posi-
tioned in an outermost side portion of the innermost bead wire
layer (10A) in the tire axial direction. In this case, the second
bead wire (9B) having an increased elongation is provided at
a corner, on a heel side, of the bead core 5 having a roughly
rectangular cross-section. Therefore, as shown in FIG. 3, in a
case where the tire is mounted to the rim, when the tire is filled
with an air pressure in a state where a bead heel (12a) abuts
against the hump (11a), the second bead wire provided at the
corner of the bead core 5 which is firstly pressed by the hump
(11a), is locally elongated greatly, and the bead heel (12a) and
the bead base surface 12 are allowed to be easily moved over
the hump (11a), thereby effectively reducing the fitting pres-
sure.

FIG. 4 to FIG. 6 each show another embodiment of the
bead core 5.

When a fitting pressure is high, a plurality (two in the
present embodiment) of the bead wires 9 may be formed, as
the second bead wires (9B), on the heel side of the innermost
bead wire layer (10A) as shown in FIG. 4. Further, as shown
in FIG. 5, all the bead wires in the innermost bead wire layer
(10A) may be formed as the second bead wires (9B). The
number of the second bead wires (9B) is changed as appro-
priate, so that a fitting pressure is effectively reduced with the
tightening force of the bead core 5 being maintained.

Further, in a case where a resistance is particularly high
when a corner portion, on the heel side, of the bead core 5 is
moved over the hump (11a), both the plurality of the bead
wires 9, on the heel side, of the innermost bead wire layer
(10A), and the bead wire 9 provided on the outermost side, in
the tire axial direction, of the bead wire layer 10 provided
outward of the innermost bead wire layer (10A) in the tire
radial direction, are advantageously formed as the second
bead wires (9B), as shown in FIG. 6. Thus, since the three
second bead wires (9B) are elongated when the bead heel
(12a) is moved over the hump (11a), reduction of the fitting
pressure can be enhanced.

The number of the second bead wires (9B) is not limited to
any specific number. However, when the number of the sec-
ond bead wires (9B) is excessively reduced, an effect of
reducing the fitting pressure is less likely to be sufficiently
exhibited. On the other hand, when the number thereof is
excessively increased, the tightening force of the bead core 5
may be reduced. In this viewpoint, the number of the second
bead wires (9B) is preferably greater than or equal to 2% of
the number of all the bead wires 9, is more preferably greater
than or equal to 4% thereof, and is still more preferably
greater than or equal to 6% thereof. Further, the number ofthe
second bead wires (9B) is preferably not greater than 45% of
the number of all the bead wires 9, is more preferably not
greater than 35% thereof, and is still more preferably not
greater than 25% thereof.
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The elongation o of the second bead wire (9B) is set so as
to be greater than the elongation of the first bead wire (9A).
However, if the elongation o is excessively increased, the
second bead wire (9B) is excessively elongated in a normal
traveling, and loads on the other bead wires 9 may be
increased. On the other hand, if the elongation o is exces-
sively reduced, an effect of reducing the fitting pressure is less
likely to be sufficiently exhibited. In this viewpoint, the sec-
ond bead wire (9B) is formed such that a difference p in
elongation represented by the following equation (2) is less
than or equal to 20%, and is more preferably less than or equal
to 10%, and is not less than 5%, and is more preferably not
less than 8%.

Difference f(%) in elongation=(a2-al)/a2x100 2)

al: Elongation of first bead wire

a2: Elongation of second bead wire

In a normal travelling, if even one of the bead wires 9 of the
bead core 5 is broken, this may cause the other bead wires 9
to also break in conjunction therewith. Therefore, a breaking
strength of the second bead wire (9B) is preferably higher
than or equal to 90% of a breaking strength of the first bead
wire (9A), and is more preferably higher than or equal to 95%
thereof. Thus, a difference in breaking strength between the
first bead wire (9A) and the second bead wire (9B) is reduced,
to restrain the breakage of the bead wires 9 from being caused
due to breakage of any one of the bead wires. Further, a
breaking strength of the second bead wire (9B) may be higher
than a breaking strength of the first bead wire (9A). The
breaking strength is measured in compliance with a method
for measuring the elongation c., and a force at break applied
when a test piece is broken, is measured as the breaking
strength.

FIGS. 7A to 7D show embodiments of the bead wire 9.

The first bead wires (9A) are advantageously formed as, for
example, steel wires. In the present embodiment, as shown in
FIG. 7A, the first bead wires (9A) are each formed as a single
steel wire having a low elongation. Thus, a tightening force is
sufficiently exhibited, and rim misalignment and rim detach-
ment are prevented. Further, since the elongation o may be
less in the first bead wire (9A) than in the second bead wire
(9B), a steel cord obtained by steel filaments (9a) being
twisted together as shown in FIGS. 7B and 7C, can be used.

The second bead wire (9B) is formed so as to have the
elongation o greater than the first bead wire (9A). In the
present embodiment, as shown in FIG. 7B or FIG. 7C, a steel
wire that is formed of a cord obtained by multiple steel fila-
ments (9a) being twisted together, is used. Thus, the second
bead wire (9B) is allowed to have the elongation . greater
than the first bead wire (9A).

A single steel wire may be used for the second bead wire.
In this case, as shown in, for example, FIG. 7D, a cross-
sectional area of the second bead wire (9B) is set so as to be
smaller than a cross-sectional area of the first bead wire (9A)
such that the second bead wire (9B) has the elongation o
greater than the first bead wire (9A). Further, as shown in FIG.
7D, the second bead wire (9B) may be processed so as to be
waved.

Further, it is favorable that the second bead wire (9B) and
the first bead wires (9A) are integrally connected and con-
tinuously extend in the tire circumferential direction. Thus,
when tires are produced, for example, one bead wire 9 may be
continuously wound, thereby enabling enhancement of pro-
ductivity. The first bead wires (9A) and the second bead wire
(9B) are connected by, for example, caulking or welding.
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Further, an organic fiber cord may be used for the second
bead wire (9B). In this case, the difference  in elongation is
increased, so that the fitting pressure is effectively reduced,
and further, a weight of the bead core 5 is reduced to enhance
fuel consumption performance. As the organic fiber cord for
the second bead wire (9B), for example, an organic fiber cord,
such as an aramid cord, having a high tensile strength is
advantageously used.

Cords obtained by the multiple filaments (9a) being
twisted together can be used for both the first bead wires (9A)
and the second bead wire (9B). Inthis case, a twisted structure
of'the second bead wire (9B) is made different from a twisted
structure of the first bead wire (9A). For example, as shown in
FIG. 7B and FIG. 7C, the number of twists per unit length is
set so as to be different therebetween such that the second
bead wire (9B) has the elongation a greater than the first bead
wire (9A).

An embodiment of the present invention is implemented in
the bead cores 5 on both sides in the tire axial direction.
However, An embodiment of the present invention may be
implemented in the bead core 5 on either one of the sides as
appropriate. For example, in a case where shapes of the hump
(11a) and the rim base surface (115) are different between on
one side and on the other side in the tire axial direction, and
the shapes of the hump (11a) and the rim base surface (115)
on one side are more difficult to fit into the tire than the shapes
thereof on the other side, the bead portion 4 including the
bead core 5 of the present invention is provided on the one
side. Thus, resistance to rim misalignment is less likely to be
reduced as compared to a case where the bead cores 5 of the
present invention are provided on both sides.

Although the embodiments of the present invention have
been described in detail above, the present invention is not
limited to the above embodiments shown in the drawings, and
various modifications can be made to implement the present
invention.

Examples

Pneumatic tires having the fundamental structure shown in
FIG. 1 and having a size of 175/60R15 were produced based
onthe specifications indicated in Table 1. A rim misalignment
and a fitting pressure were tested for each test tire. Further, the
same test was performed, as Comparative Example, on a
conventional tire in which the second bead wire was not
provided. The test methods were as follows.

Rim Misalignment

Each test tire was mounted to a 15x6 JJ normal rim, and
was inflated to an internal pressure of 250 kPa, and was then
left indoors for 72 hours as it was. The rim having the tire
mounted therein was mounted to a vehicle, and the vehicle
which was running at a speed of 50 km/h was suddenly
stopped once. Thereafter, a misalignment between the tire
and the rim was measured. The results are indicated as
indexes on the assumption that a value of an index of Com-
parative Example is 100. The less the value of the index is, the
less the rim misalignment is.

Fitting Pressure

A fitting pressure applied when each test tire was mounted
to the normal rim described above, was measured. The results
are indicated as indexes on the assumption that a value of an
index of Comparative Example is 100. The less the value of
the index is, the less the fitting pressure is.

The test results are indicated in Table 1.
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TABLE 1
Com-

parative  Example Example Example FExample Example Example FExample Example Example Example Example

Example 1 2 3 4 5 6 10 11
The number 16 15 14 12 15 14 12 15 14 12 15 15
of first bead
wires (pieces)
Elongation al 1.1 1.10 1.10 1.10 1.10 1.10 1.10 1.10 1.10 1.10 1.10 1.10
(%) of first
bead wire (*)
Breaking 2100 2100 2100 2100 2100 2100 2100 2100 2100 2100 2100 2100
strength
(N/mm?) of
first bead wire
The number of 0 1 2 4 1 2 4 1 2 4 1 1
second bead
wires (pieces)
Elongation a2 — 1.30 1.30 1.30 1.25 1.25 1.25 1.5 1.5 1.5 1.38 1.30
(%) of second
bead wire (*)
Breaking — 1985 1985 1985 2060 2060 2060 1890 1890 1890 1980 1900
strength
(N/mm?)
of second
bead wire
Figure — FIG. 2 FIG. 4 FIG. 5 FIG. 2 FIG. 4 FIG.5 FIG.2 FIG.4 FIG.5 FIG.2 FIG.2
showing
positioning
of second
bead wire
Material — Steel steel steel organic organic organic steel steel steel steel steel
of second fiber fiber fiber
bead wire
Twisted — The num-  The num- Thenum- Thenum- Thenum- Thenum- waved waved waved Not Not
structure ber of ber of ber of ber of ber of ber of twisted twisted
of second twisted twisted twisted twisted twisted twisted and not and not
bead wire filaments filaments filaments filaments filaments filaments waved  waved

is four is four is four is four is four is four

Difference — 15 15 15 12 12 12 27 27 27 20 15
B (%) in
elongation
Rim mis- 100 63 67 100 63 67 100 100 100 100 100 100
alignment
(index)
Fitting pres-
sure (index) 100 80 70 60 90 80 60 70 60 40 70 20

According to the test results, it can be confirmed that the
rim misalignment and the fitting pressure are reduced in each
of Examples 1 to 9 as compared to Comparative Example.

A pneumatic tire according to an embodiment of the
present invention has a fundamental structure in which bead
wires provided in bead cores include first bead wires, and
second bead wires each having an elongation greater than
each first bead wire, and the second bead wires having the
greater elongation are provided in the innermost portion in the
tire radial direction, and enables reduction of fitting pressure,
and enhancement of workability of mounting the tire to a rim
and durability of bead portions while maintaining a tighten-
ing force of the bead cores.

A first aspect of the present invention is directed to a
pneumatic tire having bead cores provided in bead portions.
In the pneumatic tire, on a tire meridian cross-section includ-
ing a tire rotation axis, each of the bead cores is formed of
bead wires, and the bead wires include a first bead wire, and
a second bead wire having an elongation «, represented by
equation (1), which is greater than an elongation of the first
bead wire, and the number of the second bead wires to be
provided in an innermost side portion of the bead cores in a

tire radial direction, is at least one.
the elongation a(%)=AL/Lx100 (€8]

L: a length of each bead wire under no load

45

55

65

AL: an elongation amount obtained when a unit load is

applied

Further, a second aspect of the present invention is the
pneumatic tire according to the first aspect in which each bead
core is formed such that bead wire layers each having bead
wires that are aligned in a tire axial direction, are layered in
the tire radial direction, and the number of the second bead
wires to be provided in an innermost bead wire layer that is
positioned on an innermost side in the tire radial direction
among the bead wire layers, is at least one.

Further, a third aspect of the present invention is the pneu-
matic tire according to the second aspect in which the second
bead wire is provided in an outermost side portion of the
innermost bead wire layer in the tire axial direction.

Further, a fourth aspect of the present invention is the
pneumatic tire according to the second aspect in which all of
the bead wires in the innermost bead wire layer are each the
second bead wire.

Further, a fifth aspect of the present invention is the pneu-
matic tire according to the first aspect in which the second
bead wire is formed such that a difference f3, in elongation,
represented by equation (2) is less than or equal to 20%.

the difference (%) in elongation=(a2-a1)/a2x100 2)

al: an elongation of the first bead wire
a2: an elongation of the second bead wire
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Further, a sixth aspect of the present invention is the pneu-
matic tire according to the first aspect in which a breaking
strength of the second bead wire is higher than or equal to
90% of a breaking strength of the first bead wire.

Further, a seventh aspect of the present invention is the
pneumatic tire according to the first aspect in which the first
bead wire is a steel wire, and the second bead wire is an
organic fiber cord.

Further, an eighth aspect of the present invention is the
pneumatic tire according to the first aspect in which each of
the bead cores is formed by the bead wires being wound in a
tire circumferential direction, and the second bead wire and
the first bead wire are integrally connected and continuously
extend in the tire circumferential direction.

Further, a ninth aspect of the present invention is the pneu-
matic tire according to the first aspect in which each of the
first and the second bead wires is formed ofa cord obtained by
filaments being twisted together, and a twisted structure of the
second bead wire is different from a twisted structure of the
first bead wire.

In a pneumatic tire according to an embodiment of the
present invention, the bead cores include the first bead wires,
and the second bead wires each having an elongation greater
than each first bead wire. The number of the second bead
wires to be provided in the innermost side portion in the tire
radial direction, is at least one. In the pneumatic tire thus
structured, while a tightening force of the bead cores is main-
tained by means of the first bead wires, the second bead wires
provided in the innermost side portion of the bead core in the
tire radial direction are locally elongated greatly when the
bead portion is moved over a hump, thereby enabling reduc-
tion of a fitting pressure, and enhancing workability of
mounting the tire to a rim and durability of the bead portion.

Obviously, numerous modifications and variations of the
present invention are possible in light of the above teachings.
It is therefore to be understood that within the scope of the
appended claims, the invention may be practiced otherwise
than as specifically described herein.

What is claimed is:

1. A pneumatic tire, comprising:

aplurality of bead portions having a plurality of bead cores,

each of the bead cores comprising a plurality of bead
wires,

wherein the plurality of bead wires is one of a plurality of

steel wires and a plurality of organic fiber cords and
includes a plurality of first bead wires and at least one
second bead wire such that the at least one second bead
wire is positioned in an innermost side portion of each of
the bead cores in a tire radial direction, the second bead
wire exhibits an elongation which is greater than an
elongation of each of the first bead wires when the elon-
gation of each of the bead wires is calculated by an
equation, a=AL/L.x100, where o represents the elonga-
tion, L. represents a length of each of the bead wires
under no load, and AL represents an elongation amount
of each of the bead wires obtained when a same unit load
is applied to each of the bead wires, and the second bead
wire satisfies a difference in elongation which is less
than or equal to 20%, when the difference is calculated
by an equation, f=(a2-a1)/a2x100, where [} represents
the difference in elongation, al represents the elonga-
tion of each of the first bead wires, and a2 represents the
elongation of the second bead wire.

2. The pneumatic tire according to claim 1, wherein the
plurality of bead wires in each of the bead cores is positioned
such that the plurality of bead wires is forming a plurality of
bead wire layers layered in the tire radial direction and each
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having bead wires aligned in a tire axial direction, and the at
least one second bead wire is positioned in an innermost bead
wire layer of the bead wire layers in the tire radial direction.

3. The pneumatic tire according to claim 2, wherein the
second bead wire is positioned in an outermost side portion of
the innermost bead wire layer in the tire axial direction.

4. The pneumatic tire according to claim 2, wherein the at
least one second bead wire comprises a plurality of second
bead wires, and each of the bead wires in the innermost bead
wire layer is a second bead wire.

5. The pneumatic tire according to claim 1, wherein the at
least one second bead wire is not greater than 45% of a
number of the bead wires.

6. The pneumatic tire according to claim 1, wherein the
second bead wire has a breaking strength which is higher than
or equal to 90% of a breaking strength of each of the firstbead
wires.

7. The pneumatic tire according to claim 1, wherein the
plurality of bead wires is a plurality of steel wires, respec-
tively, and each of the first bead wires has a cross-sectional
area which is greater than a cross-sectional area of the second
bead wire.

8. The pneumatic tire according to claim 1, wherein the
plurality of bead wires in each of the bead cores is wound in
a tire circumferential direction, and the second bead wire and
the first bead wires are integrally connected such that the
plurality of bead wires continuously extends in the tire cir-
cumferential direction.

9. The pneumatic tire according to claim 1, wherein each of
the first and the second bead wires is a cord comprising a
plurality of filaments being twisted together, and the cord of
the second bead wire has a twisted structure which is different
from a twisted structure of the cord of the first bead wires.

10. The pneumatic tire according to claim 1, wherein the
plurality of bead wires is a plurality of steel wires, respec-
tively.

11. The pneumatic tire according to claim 10, wherein the
plurality of bead wires in each of the bead cores is positioned
such that the plurality of bead wires is forming a plurality of
bead wire layers layered in the tire radial direction and each
having bead wires aligned in a tire axial direction, and the at
least one second bead wire is positioned in an innermost bead
wire layer of the bead wire layers in the tire radial direction.

12. The pneumatic tire according to claim 11, wherein the
second bead wire is positioned in an outermost side portion of
the innermost bead wire layer in the tire axial direction.

13. The pneumatic tire according to claim 11, wherein the
at least one second bead wire comprises a plurality of second
bead wires, and each of the bead wires in the innermost bead
wire layer is a second bead wire.

14. The pneumatic tire according to claim 10, wherein the
at least one second bead wire is not greater than 45% of a
number of the bead wires.

15. The pneumatic tire according to claim 10, wherein the
second bead wire has a breaking strength which is higher than
or equal to 90% of a breaking strength of each of the firstbead
wires.

16. The pneumatic tire according to claim 10, wherein the
plurality of bead wires in each of the bead cores is wound in
a tire circumferential direction, and the second bead wire and
the first bead wires are integrally connected such that the
plurality of bead wires continuously extends in the tire cir-
cumferential direction.

17. The pneumatic tire according to claim 10, wherein each
of the first and the second bead wires is a cord comprising a
plurality of filaments being twisted together, and the cord of
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the second bead wire has a twisted structure which is different
from a twisted structure of the cord of the first bead wires.

18. The pneumatic tire according to claim 1, wherein the
plurality of bead wires is a plurality of organic fiber cords,
respectively.

19. The pneumatic tire according to claim 18, wherein the
plurality of bead wires in each of the bead cores is positioned
such that the plurality of bead wires is forming a plurality of
bead wire layers layered in the tire radial direction and each
having bead wires aligned in a tire axial direction, and the at
least one second bead wire is positioned in an innermost bead
wire layer of the bead wire layers in the tire radial direction.

20. The pneumatic tire according to claim 19, wherein the
second bead wire is positioned in an outermost side portion of
the innermost bead wire layer in the tire axial direction.

#* #* #* #* #*
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